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Tianjin Xinyu Color Plate Co.,Ltd
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QUALITY CERTIFICATE Nanhe Industry Avea, Xiqing District, Tianjin, China PC:300382
B % ErE L ERGS Bt
Production Galvanized Steel Contract’ s No Licence No. Specification
Bk L 3 Bk ; A &=k ]
Purchaser Arrival Station AETHFERTRAR Date of Delivery I
BEER HRLER RS GBS EvALNIRES
&S M B
g/m Material Chemical Composistion % Tensile Test
BEE | BE HE JE bihr | MR W i
Coil No. Grade Zn Thick | Width N. M. C 8i Mn B S HE HE EL BIE R e RELHE
Y.S TS Spangle HRB Surface Bend Surface Treatmant
mm mm (t) N/mm* N/mm* % o
JA021403LBD1HHOO DX51D 40 1. 00 1219 5. 988 0.054| 0.019 | 0.14 | 0.032 | 0.012 332 382 36 — & 56 FA 0K — et
JA021403LBD2HHOO DX51D 40 1. 00 1219 5. 988 0.054 | 0.019 0.14 | 0.032 | 0.012 332 385 34 — % 57 FA OK — Bk
JA021406LBD1HHOO DX51D 40 1. 00 1219 5. 992 0.054| 0.019 | 0.14 | 0.032 | 0.012 336 394 30 — 61 FA 0K — etk
JA021406LBD2HHOO DX51D 40 1. 00 1219 5. 988 0.054| 0.019 | 0.14 | 0.032 | 0.012 342 411 32 — 60 FA 0K — stk
JA021408LBD1HHOO DX51D 40 1. 00 1219 5. 375 0.054 | 0.019 0.14 | 0.032 | 0.012 322 377 36 — % 57T FA 0K — Rtk
JA021408LBD2HHOO DX51D 40 1. 00 1219 5. 369 0.054 | 0.019 0.14 | 0.032 | 0.012 335 390 30 —f& 60 FA OK — stk
JA021408LBD3HHOO DX51D 40 1. 00 1219 5. 427 0.054| 0.019 0.14 | 0.032 | 0.012 336 386 30 — & 57 FA OK — stk
JA021404LBD1HHOO DX51D 40 1. 20 1219 5. 023 0.054 | 0.019 0.14 | 0.032 | 0.012 337 396 31 — & 61 FA OK — stk
JA021404LBD2HHOO DX51D 40 1..20; 1219 5. 021 0.054 | 0.019 0.14 | 0.032 | 0.012 323 376 36 — 59 FA OK — Rtk
JA021407LBD1HHOO DX51D 40 1. 20 1219 5.019 0.054| 0.019 0.14 | 0.032 | 0.012 322 380 36 — 59 FA 0K — Btk
JA021407LBD2HHOO DX51D 40 1. 20 1219 5. 021 0.054| 0.019 | 0.14 | 0.032 | 0.012 314 372 34 — R 62 FA OK — stk
JA021400LBD1HHOO DX51D 40 1. 50 1219 5. 035 0.054| 0.019 | 0.14 | 0.032 | 0.012 306 377 36 — 56 FA 0K — stk
JA021400LBD2HHOO DX51D 40 1. 50 1219 5. 029 0.054| 0.019 | 0.14 | 0.032 | 0.012 309 376 38 — 57 FA 0K — 5tk
it (Total) 70. 275 BE 13 % Quantity 13 Coil
%E . — y, » ».
A7 5 B LR ER SRR, HERFAER, FRIEY. RAERAXAE FE5RAFRKR.
Remarks We hereby certify that material described here in has manufactured and tested with satisfactory results in accordance H3# Date:
with the requirements of the above material R R XINYU Quality Management
Department
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Tianjin Xinyu Color Plate Co.,Ltd

BT RAR A T b R B E Y A
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Nanhe Industry Arvea, Xiging District, Tianjin, China PC:300382

&4 FEER AR5 EHRS tRiE
Production Galvanized Steel Contract’s No Licence No. Specification
g s s il R BT AR R A T E#RBH ﬂ\m 2518-2008
Purchaser Arrival Station Date of Delivery l v o2 Bl 2
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g/m Material Chemical Composistion % Tensile Test Propegties

BEE | BE HE JE R Hih | EfE W Zih

4 1
Coil No. Grade Zn Thick |Width N. M. C Si Mn P S HE HEE EL i R tehe R

Y. S 1.8 Spangle HRB Surface Bkl Surface Treatmant

mm mm (t) N/mm* N/mm’* % en
JA021399LBD1HHOO DX51D 40 0. 60 1219 5. 041 0.054| 0.019 0.14 | 0.032 | 0.012 339 405 32 — & 61 FA 0K — sl
JA021399LBD2HHO0 DX51D 40 0. 60 1219 5. 029 0.054| 0.019 0.14 | 0.032 | 0.012 352 412 33 — % 60 FA 0K — B4k
JA021402LBD1HHOO DX51D 40 0.70 1219 5. 049 0.054| 0.019 0.14 | 0.032 | 0.012 328 389 32 — & 56 FA 0K — kBl
JA021402LBD2HHOO DX51D 40 0.70 1219 5. 047 0.054| 0.019 0.14 | 0.032 | 0.012 343 393 32 — & 60 FA OK — stk
JA021405LBD1HHOO DX51D 40 0.70 1219 5. 055 0.054 | 0.019 0.14 | 0.032 | 0.012 332 388 32 — & 59 FA OK — Btk
JA021405LBD2HHO0 DX51D 40 0.70 1219 5. 047 0.054| 0.019 0.14 | 0.032 | 0.012 332 391 34 — Rk 57 FA 0K — kBl
JA021401LBD1HHOO DX51D 40 0.90 1219 5.035 0.054| 0.019 0.14 | 0.032 | 0.012 326 388 30 — & 58 FA OK — i sliik
JA021401LBD2HHO0 DX51D 40 0. 90 1219 5. 031 0.054| 0.019 | 0.14 | 0.032 | 0.012 346 411 32 — & 60 FA 0K — e atiik
JA021409LBD1HHOO DX51D 40 0. 90 1219 5. 043 0.054( 0.019 | 0.14 | 0.032 | 0.012 336 395 30 — 63 FA OK — ik
JA021409LBD2HHO0 DX51D 40 0. 90 1219 5.033 0.054| 0.019 | 0.14 | 0.032 | 0.012 327 393 30 — & 57 FA OK — Bk

it (Total) 50. 41 & 10 % Quantity 10 Coil
%E > e >, » y, LYY ».
A7 G B ARG ERGENRLR, HERMFEER, FIIEWH. RAERARIE, H5RAFBKR.
Remarks We hereby certify that material described here in has manufactured and tested with satisfactory results in accordance H# Date:
with the requirements of the above material TR R XINYU Quality Management|
Department




